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the profiles must be rinsed repeatedly until the rinsing water is clean.
After desmitting and pickling,
in both aluminium hollow chambers.
In general, the profiles must be jigged, without bow or twist,
Anodising:

Failure to observe this maximum temperature may result in the profiles being out of square.

in both aluminium hollow chambers.
In general, the profiles must be jigged, without bow or twist,
Coating:

Bei Nichtbeachtung besteht das Risiko des Schalenversatzes!

Beschichtung:

spannungsfrei aufzustaffeln.
Die Profile sind generell in beiden Aluminium-Hohlkammern

Eloxal:

spannungsfrei aufzustaffeln.
Die Profile sind generell in beiden Aluminium-Hohlkammern

Achse Staffelbaum
untenoben

Window sill 85 RAL9016 gloss - white475101

Window sill 85 RAL9005 mat - blackFensterbank 85 RAL9005 matt - schwarz475102

Window sill 85 RAL7016 mat - greyFensterbank 85 RAL7016 matt - grau475103
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