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Coating:
Profiles should preferably be coated vertically.
In general, the profiles must be jigged, without bow or (15) [ |
twist, in both aluminium hollow chambers. )
The object temperature must not exceed 180 °C. mech. polished
Failure to observe this maximum temperature may —-— - — main coating sqrface
result in the profiles being out of square. - — secondary coating surface
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profiles rolled by the customer or rolled by Schiico. Resmen R S 18122018 e Coupling profile 15/A75
The half profiles must be anodised before being joined. ng:n — Kusugal, S. Kopplungsprofil 15/A75
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